
Test Report
Sample description: Polycarbonate resin
Sample No.            : 1810165
Sample Condition  :  As per attached photograph
For Part No.           : E-2000XX, S-1000XX, S-2000XX, S-3000XX, H-2000XX, H-3000XX, H-3300XX, 
                                 H-3700XX, ML-XXX, HL-XXXX, E-2001R, S-2001R, S-3001R, H-2001R, H-3001R Color
                                 Natural, Ice.

Test results

CONCLUSION

Based on the performed tests on submitted samples, the result comply with the RoHS Directive 2002/95/EC and 
its subsequent amendments.
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